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The Micro Vertex Detector

Radial Dimension: 2.5 -> 15 cm

Dimension along z: ± 23 cm

∼ 107 Hybrid Pixels

∼ 2 ·105 Double-Side Microstrips

Spatial resolution < 100 µm

Momentum resolution
δp/p ∼ 2%

Time resolution ≤ 10 ns

High rate capability

No hardware trigger

PID by dE/dx

Radiation tolerance
∼ 1014 n1MeV eqcm−2

Low material budget
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MVD Hybrid Pixels

Epitaxial Silicon Material

ρepi ∼ k Ω·cm

ρCz ∼ 20-50 m Ω·cm

100µmx100µmx100µm
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MVD Hybrid Pixels - ToPix3

Pixel Size: 100µmx100µm

Self Trigger Capability

Clock Frequency: 155.52 MHz

Time Resolution: 6.45 ns

Max Rate cm−2: 6·106 Hits/s

ToT for dE/dx Measurement

Chip Size: 11.6 mm x 14.8 mm

Input Range: up to 50 fC

Noise Floor: ≤ 0.032 fC

Power Budget: < 800 mW/cm2

TID: ≤ 100 kGy

Serial Output

Results of the first hybrid pixel prototypes for the PANDA Micro-Vertex Detector



MVD MVD Hybrid Pixels First Beam Test

First Beam Test

2.7 GeV/c protons @ COSY Synchrotron
of Forschungszentrum Jülich

Sensors
Produced @ FBK (Trento)

Bump Bonding @ IZM (Berlin)

100µm Active Epitaxial Layer

525µm Passive CZ Substrate

Electronics
ToPix3 Prototype

Testing Board

Xilinx Evaluation board + FPGA
(Virtex6)
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First Beam Test

Setup
640 pixels each plane 3.2x2 mm2

Distance between 2 sensor
surface 6 cm

Total length ∼20 cm

50 MHz clock

Raw Data
Column & Row Information

44 bit Timestamp

12 bit Leading & Trailing Edge
(Gray Encoded)
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First Beam Test - Analysis Framework
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First Beam Test - What can we see?
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First Beam Test - Hits Correlation
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First Beam Test - Montecarlo Results

σtrx,y =
4√σ0(x,y)∗σ1(x,y)∗σ2(x,y)∗σ3(x,y)√

4
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First Beam Test - Alignment Results

Pixel Plane σx [µm] σy [µm]
0 65 62
1 39 42
2 45 45
3 73 53

σtrx,y =
4√σ0(x,y)∗σ1(x,y)∗σ2(x,y)∗σ3(x,y)√

4

σtrx =σtry ' 27 µm
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First Beam Test - Rotated Board
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First Beam Test - Rotated Board
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Conclusions
The first triggerless hybrid pixel prototypes under

beam show satisfactory results.
Further analysis are still ongoing.

Outlooks
Beam Test @ CERN in August 2012

Thanks for the attention!
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